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Introduction

In the contemporary dentistry, the implant-supported restorations have become the
method in patients missing a single tooth. The treatment objective is to copy natural d
in all qualities of appearance.

Aim

To increase the aesthetic effectiveness of implant prosthetic treatment with all-ceramic o
porcelain-fused-to-metal crowns, comparing subjective and objective aesthetic outcomes.
Material and Methods

The study included 20 people,who received implant prosthetic treatment. Patients were divided
into two samples: I study sample - 10 patients treated with ceramic restorations on Zircosss
abutments. I control sample - 10 patients treated with metal-ceramic crowns on metal, stanca=g

abutments. The following parameters consisted of PES, WES, radiographic bone level and suceess |

parameters were evaluated.

Results

The measurement of the objective parameters in the control group and in the study group was
observed: Papilla height at level of the implant increased by 0,9 mm in the control group azd |
0.6 mm in the study group. The length of the clinical crown of adjacent teeth remained uncha

in both samples. In the sample I, the length of the implant clinical crown remains unchanged whake
in the sample Il was increased by 0, 3 mm. Width of keratinized mucosa in sample | was increas=¢
by 0.2 mm to sample II. Plaque index in the sample 1 was reduced by 10 %, that of sample &
with 6 %. The bleeding index in sample I was down by 0.5 %, in the sample II by 0.3 %. The
radiographic bone resorption was 0.2 mm and the max was 5.5 mm.

Conclusion

Single tooth implants seem to be an achievable treatment option for functional rehabilitatice:
of tooth loss in the anterior zone. The chosen material and the type of abutment for manufacturing |
the implant restoration do not ensure aesthetic results, if all parameters are not ta:

into account.
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