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Optimizing smile enhancement with anterior porcelain restoration

*D. Chirita?, 0. Solomon?, 0. Cheptanaru?, V. Pintea?, A. Costin?, D. Zolotuhin®
ISUMPh "Nicolae Testemitanu", Prosthetic Dentistry, Chisinau, Moldova

Purpose: The purpose of this study was to optimize esthetic aspect of the anterior
restoration, in patients with esthetic disorders, evaluating the clinical outcomes at baseline
and following 6 and 12 months after lutting.

Materials and methods: 10 patients were examined and treated, 4 of them were males and
6- females. These patients were divided into two groups: first group of 5 patients treated by
full ceramic crowns and other 5 - by feldspathic veneers. All restorations were etched,
silanized and adhesively lutted using a self-etching, dual-cure, fluoride-releasing cement.
Clinical evaluation took place at baseline and following 6 and 12 months after lutting. During
this time the following criteria were evaluated: marginal integrity, tooth sensitivity,
restorations fracture.

Results: Esthetic and functional results were achieved using both treatments, full ceramic
crowns and feldspathic veneers. Marginal integrity was preserved in patients with artificial
restorations. During evaluated time soft tissues didn’t present any changes. No caries
recurrence was observed, and no periapical pathology, no sensitivity. In one patient with
feldspathic veneer restoration lutted to dentin, distal incisal angle was fractured. No
significant changes were observed between these two groups of study.

Conclusion: The patient satisfaction and good integration of indirect restorations confirmed
the success of this rehabilitation. In feldspathic veneers, ceramic luting to dentin provided
higher fracture resistance than luting to enamel. Both porcelain veneers abd dental crowns
are lifelong commitment.
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